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                                                                    Abstract

We report the characteristics of a saturated high repetition rate Ni-like Mo laser at 18.9 nm.  This

table-top soft x-ray laser was pumped at 5 Hz repetition rate by 8 ps, 1 J optical laser pulses

impinging at grazing incidence into a pre-created Mo plasma.  The variation of the laser output

intensity as a function of the grazing incidence angle of the main pump beam is reported.  The

maximum laser intensity was observed for an angle of 20 degrees, at which we measured a small

signal gain of 65 cm-1 and a gain-length product g×l >15.  Spatial coherence measurements

resulting from a Young’s double slit interference experiment show the equivalent incoherent

source diameter is about 11 µm.  The peak spectral brightness is estimated to be of the order of 1

×1024 photons s-1 mm-2 mrad-2 within 0.01% spectral bandwidth.  This type of practical, small

scale, high repetition soft x-ray laser is of interest for many applications.
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I.  Introduction

The development of practical small-scale sources of coherent soft x-ray radiation is of

significant interest for numerous applications.  Soft x-ray lasers operating in the gain-saturated

regime can produce high energy pulses of highly monochromatic coherent radiation at short

wavelengths [1].  However, their widespread use in applications has been often limited by their

very low repetition rate of one shot every several minutes.  High repetition rate operation in the

gain-saturated regime was first achieved at 46.9 nm in 1998 using capillary discharge excitation

of a Ne-like Ar plasma at repetition rates up to 10 Hz [2].  Capillary discharge pumping allowed

the utilization of small scale high repetition rate soft x-ray lasers in numerous applications,

including the determination of optical constants by reflectometry, material ablation studies,

plasma interferometry, the characterization of soft x-ray optical components, and nanopatterning

[3].  More recently, saturated optical field ionization lasers were reported to operate at 10 Hz

repetition rate in the 41.8 nm line of Pd-like Xe [4], and in the 32.8 nm line of Ni-like Kr [5].

There is significant interest in extending the operation of high repetition rate saturated

lasers to shorter wavelengths. Several soft x-ray laser pumping configurations have been

investigated to reduce the necessary laser pump energy with the goal of enabling both higher

repetition rate operation, and reducing the size and cost of the system [4-10].  Longitudinal

pumping has produced non-saturated amplification at 18.9 nm in Ni-like Mo using 10 Hz

excitation  [9].  Excitation of a Mo target with 150 fs, 300 mJ pulses impinging at 60 degrees

from normal incidence resulted in the appearance of the 18.9 and 22.6 nm laser lines of Ni-like

Mo [10].  Recently, it has been demonstrated that the energy deposition efficiency of the main

heating pulse can be significantly increased by impinging at a grazing angle of incidence onto

the target [11-14].  This inherently traveling wave pumping geometry takes advantage of the

refraction of the pump beam to increase the interaction length of the rays in the gain region of the

plasma [Fig. 1a)], thereby increasing the fraction of the pump energy absorbed in that region.

Pumping of the 18.9 nm line of Ni-like Mo at 14 degrees grazing incidence with 150 mJ of total

pumping energy from a 10 Hz laser was reported to generate a gain-length product of ~ 15 [13],

and the use of 1 J heating pulses at the same angle of incidence resulted in operation in the gain-

saturated regime with the generation of  ~ 150 nJ soft x-ray laser output pulses [14].
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Herein we discuss the characteristics of a saturated 18.9 nm laser operating in the 4d1S0-

4p1P1 transition of Ni-like Mo operating at a repetition rate of 5 Hz.  The results were obtained at

Colorado State University using a table-top Ti:sapphire pump laser system that generates a 120

ps, ~ 350 mJ pre-pulse,  and a 8 ps, ~ 1 J main heating pulse.  The experimental setup is

described in Section II.  The 18.9 nm soft x-ray laser output intensity was measured as a function

of the grazing angles of incidence between 14 and 26 degrees.  The gain and spatial coherence

were subsequently measured for the angle at which the highest intensity was observed, 20

degrees.  Section III reports the variation of the laser output intensity as a function of the grazing

incidence angle and the measurement of the gain at a grazing angle of 20 degrees.  Data that

illustrates the operation of the laser at 5 Hz repetition rate is also shown in this section.  The

measurement of the spatial coherence is discussed in Section IV.

II.  Laser configuration

The soft x-ray laser was pumped with a 120 ps pre-pulse followed by a 8 ps short pulse

produced by the same Ti:sapphire laser operating at a center wavelength of 800 nm.  The

Ti:sapphire pump laser consists of a mode-locked oscillator and three stages of chirped-pulse

amplification.  The nanojoule pulses from the laser oscillator are stretched and subsequently

amplified in a chain of three Ti:sapphire amplifiers.  Eight passes thought the first stage amplifier

increases the pulse energy to about 2 mJ.  Further amplification in a five pass second stage bow-

tie amplifier further increases the pulse energy to about 200 mJ.  The output of the second stage

amplifier is spatially filtered and injected into a final three-pass amplifier that is pumped by a 5 J

doubled Nd-YAG laser.  This final amplification stage increases the 800 nm pulse energy to

about 2 J.  A multilayer coated beam splitter was placed at the output of the third stage amplifier

to direct about 20 percent of the uncompressed laser energy to a pre-pulse arm.  The rest of the

third stage output was sent to a vacuum grating compressor, where it was compressed to about 8

ps.  The repetition rate of the soft x-ray laser in these experiments was set by the 5 Hz repetition

frequency of the third stage amplifier, but could be increased up to 10Hz. An electromechanical

shutter was placed on the pump beam of the first amplifier to allow for single shot data

acquisition in some of the measurements.
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The pumping geometry is schematically illustrated in Fig. 1b).  A line focus plasma was

first formed by irradiating a 2 mm thick, 4 mm wide, polished Mo slab target at near normal

incidence with an intensity of 2.5 ×1012 W cm-2 obtained by focusing the long duration pre-pulse

into a 4.1 mm FWHM long x 30 µm FWHM wide line.  The line focus was formed using the

combination of an f = 67.5 cm spherical lens and an f = 200 cm cylindrical lens.  The plasma

created by this pre-pulse was allowed to expand for a selected time delay and was then rapidly

heated by the 8 ps FWHM duration pulse impinging at a selected grazing incidence angle.  The

short heating pulse was focused into a 30 µm FWHM wide line using a f = 76.2 cm focal length

multilayer-coated parabolic mirror placed at 7 degrees from normal incidence.  The surface of

the target was positioned to form selected grazing incidence angles of either 14, 20 or 26 degrees

with respect to the axis of the short pulse beam.  The off-axis placement of the paraboloid

formed an astigmatic focus that resulted in a line that was further elongated to 4.1 mm when

intercepted at grazing incidence by the target.  The overlap of the two line foci on target was

monitored and adjusted by imaging the target with a f = 25 cm lens onto a CCD.  The delay

between the long laser pre-pulse and the short grazing incidence pulse was adjusted utilizing a

variable delay stage, and was monitored with a semiconductor photodiode displayed on a 1 GHz

bandwidth digitizing oscilloscope.

 The plasma emission was monitored using a flat field spectrograph composed of a 1200

l/mm gold-coated variably spaced spherical grating placed at 87 degrees and a 2048 x 2048

pixel, 1 square inch, back-illuminated CCD detector array placed in the image plane of the

grating 48 cm from the target.  The plasma radiation was filtered with a combination of Zr and

Al filters, selected to facilitate the study of the 18.9 nm line of Ni-like Mo.  The use of the Zr

filter precluded the observation of the 22.6 nm line of Ni-like Mo recently reported using this

configuration [12].  A set of metallic meshes of measured transmissivity were positioned

between the target and the grating to further attenuate the beam with the purpose of avoiding

saturation of the CCD detector by the soft x-ray laser beam.  When more that one mesh was used

care was taken to avoid the formation of Moiré patterns that can cause unacceptable spatial

variations of the transmissivity.
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III.  Laser characteristics and demonstration of 5 Hz operation

The selection of the angle of incidence that maximizes the pump beam energy deposition

in the gain region is key to improving the soft laser x-ray laser efficiency.  Figure 2 shows the

measured variation of the intensity of the 18.9 nm line for main heating pulse grazing incidence

angles of 14, 20 and 26 degrees.  The data was obtained using  ~ 0.35 J of pre-pulse energy and

about 1 J of short pulse energy impinging on 4 mm long Mo targets.  For each angle the time

delay between the pre-pulse and the short pulse was optimized.  At an incidence angle of 14

degrees large amplification and strong lasing were observed, but the pump beam energy was

deposited in a region where the electron density is slightly lower than optimum.  The output

intensity was observed to increase for an angle of 20 degrees, for which refraction helps to

couple the pump beam into a region of higher electron density.  This angle of refraction for the

pump beam corresponds to an electron density of 2 ×1020 cm-3.  Strong lasing was observed to

occur over a wide range of time delays, ranging from about 300 ps to 1100 ps, values for which

the laser output intensity is half the value measured at the optimum delay of 500 ps.  An on-axis

spectrum is shown on Fig. 3.  The 18.9 nm laser line completely dominates the spectrum. A

further increase of the angle to 26 degrees caused a significant decrease of the soft x-ray laser

intensity.  At this steeper angle of incidence, a significant fraction of the beam energy is

absorbed in a higher density region, where the electron density gradients are too steep for

optimum amplification. The fraction of the pump beam energy absorbed in the region where the

beam is amplified decreases, causing a drop in the electron temperature and consequently a

lower gain.

Figure 4 shows the variation of the 18.9 nm laser line intensity as a function of target

length for the most favorable of the angles studied,  20 degrees.  Each point is the average of

about ten laser shots and the error bars correspond to plus-minus one standard deviation.  The

data was fit with an analytic expression for the output laser intensity taking into account gain

saturation [15].  The resulting gain coefficient is 65 cm-1, slightly larger than the value

previously measured for 14 degrees grazing incidence pumping in the same set up [14].  The

gain-length product reaches g×l~15.3. Such amplification is known to produce gain saturation in

most collisionally excited soft x-ray lasers.  Soft x-ray laser operation in the gain-saturated
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regime is highly desirable to enhance the laser output efficiency and reduce shot to shot

variations of the intensity.  The 18.9 nm laser output pulse energy was estimated integrating the

CCD counts taking into account the losses and the quantum efficiency of the detector.  The laser

pulse energy for the best shots corresponding to the 4 mm long targets is estimated to be about

250 nJ, which at a repetition rate of 5 Hz amounts to an average power of about 1 µW.  The

beam divergence in the direction parallel to the target surface was measured to be about 9

milliradians.

Operation of the 18.9 nm laser at a repetition rate of 5 Hz is illustrated in Fig. 5 for a

series of 100 consecutive shots.  The laser line intensity for every shot was recorded with the

CCD using pixel binning to increase read-out speed.  To enhance the shot to shot reproducibility

the target was moved at a velocity of 0.2 mm/s.  Lasing is observed for all shots, with an

intensity variation characterized by a standard deviation of 17 percent of the mean.  Soft x-ray

laser operation at 10 Hz repetition rate should be readily achieved with the same set up by

making relatively minor adjustments to the pump laser.

IV.  Spatial Coherence Measurements

The spatial coherence of the 18.9 nm radiation produced at 20 degrees grazing incidence

pumping was characterized by placing double slits 5.5 cm from the Mo target.  The laser beam

profile at this location was found to have a width (FWHM) of approximately 500 µm.  The

double slits were prepared by laser drilling two 4-mm-long, 5-µm-wide slits on 12.5 µm thick

stainless steel substrates (National Aperture Inc., NH).  Slit separations of 50 and 75 µm were

used in the experiments.  The grating spectrometer mentioned in section II was used to reduce

the background plasma radiation and increase the signal-to-noise ratio of the recorded

interference pattern [see Fig. 1b)].  The slits were placed horizontally, perpendicular to the

grating groove direction, introducing diffraction and interference in the vertical direction.  The

length of the slits (4 mm) was much longer than the laser beam diameter; therefore the slits had

minimal effect on the spectral line formation.  Modulation was observed along the length of the

18.9 nm laser line, indicating the degree of spatial coherence between light illuminating each of

the two individual slits.  As shown in Fig. 6a), this method produced a very clear interference

pattern on the 18.9 nm laser line with a single laser shot, even though the slits blocked > 90% of
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the photons.  In fact, the gain-saturated operation of the laser produced such a high photon flux

level that the first-order spectral line of the 18.9 nm radiation saturated the CCD.  Therefore to

measure the fringe visibility we used the line produced by the second-order of the diffraction

grating.

 The evaluation of the degree of spatial coherence using the double-pinhole or the double-

slit technique follows the description of partially coherent radiation in terms of the mutual

intensity and the complex coherence factor [16].  In an ideal double slit experiment where both

slits are equally illuminated, the modulus of the complex coherence factor is equal to the fringe

visibility, defined as V = (Imax – Imin) / (Imax + Imin), where Imax and Imin are the maximum and

minimum intensities of the fringe pattern.  Figure 6a) shows the interference generated on the

18.9 nm laser line by a double slit with 50 µm separation.  The horizontal lineouts for 50 and 75

µm slit separations are shown in Fig. 6b) and c), respectively.  From the fringe visibilities, the

degree of spatial coherence is determined to be 0.4 between two slits separated by 50 µm and 0.1

for 75 µm separation.

Using the van Cittert-Zernike theorem [16] a near-Gaussian intensity profile, incoherent

source of roughly 11 µm diameter (FWHM) would be needed to produce similar fringe

visibilities with the same slit pairs at the same distance (5.5 cm) from the source.  This is about

3x smaller than the 30 µm pump laser beam width.  An additional characteristic of a pulsed light

source closely related to its coherence properties is the peak spectral brightness.  With a

measured divergence angle of about 9 milliradians and approximating the pulse duration by the

duration of the pump pulse divided by (g×l)1/2, ~2 ps, the peak spectral brightness of this source

is estimated to be of the order of 1 ××××1024 in units of photons s-1 mm-2 mrad-2 within 0.01%

spectral bandwidth.

V.  Conclusions

In conclusion, we have demonstrated 5 Hz repetition rate operation of a saturated

transient Ni-like Mo 18.9 nm laser using grazing incidence pumping at three angles between 14

and 26 degrees and have measured its characteristics.  The results could be readily extended to

10 Hz repetition rate with minor modifications to the same table-top pump laser.  The maximum

laser output intensity was observed at a pump angle of 20 degrees.  Spatial coherence
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measurements conducted performing a Young’s double slit experiment show an equivalent

incoherent source of 11 µm diameter (FWHM).  The peak spectral brightness of this laser is

estimated to be of the order of 1 ×10 24 photons s-1 mm-2 mrad-2, within 0.01% spectral

bandwidth.  This bright, small scale, high repetition soft x-ray lasers are of interest for many

applications.
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Figure Captions

Figure 1. a) Schematic representation of the grazing incidence pumping configuration. b)

Schematic representation of the 18.9 nm laser setup, including the set up used to measure the

spatial coherence.

Figure 2. Variation of the intensity of the 18.9 nm Ni-like Mo laser beam as a function of angle

of incidence of the main heating pulse measured respect to the target surface. The data was

obtained using a 0.35 J, 120 ps duration pre pulse followed by 1 J, 8 ps duration grazing

incidence short pulse separated by a delay of 500 ps.

Figure 3. On-axis spectrum of a 4 mm plasma showing strong lasing in the 18.9 nm line of Ni-

like Mo.

Figure 4. Variation of the intensity of the 18.2 nm line of Ni-like Mo as a function of target

length. A best fit of the data with an analytical expression that relates the gain and the output

laser intensity taking into account gain saturation yields a small signal gain coefficient of 65 cm-1

and a gain-length product g×l = 15.3.

Figure 5. Intensity of 100 consecutive 18.9 nm laser shots acquired at a repetition rate of 5Hz.

Figure 6. (a). Interferogram obtained placing a slit pair with 50 µm separation at 5.5 cm from the

exit of a 4 mm long Mo target. (b) lineout  for the 50  µm separation slit pair obtained integrating

the interference pattern in the direction perpendicular to the line. (c) lineout  for the slit pair with

75  µm separation. The asymmetry is due to the uneven illumination of the slit pair that was not

centered on the beam axis.
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